
Abstract
Presentation of two methods based on Raman spectroscopy for determining the number of layers of MoS

2
. 
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Layered low-dimensional structures

There are two types of vibrational modes in MoS
2
 (as in all layered structures): vibrational modes inside layers 

(intralayer) and modes resulting from the movements of complete layers (interlayer). The intralayer modes are 
primary related to the chemical composition of a layer (or layers) and are their fingerprint; however these can 
be slightly influenced by the number of layers. The interlayer modes, due to the high mass of the layers, are 
observed at very low frequencies and their position depends on the number of layers. As a result, both types 
of modes can be used to determine the number of layers. 

The optical image of the sample of MoS
2
 investigated here is shown on the left (courtesy of A. Shukla IMPMC, 

Pierre and Marie Curie University, France). The same sample was investigated already in [1].
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Figure 1: Optical image of the MoS2 sample. 
The blue rectangle corresponds to the mapped 
surface.

Method 1: Analysis of fingerprint modes 
(intralayer)

Figure 2a: A Raman map of MoS2 with different number of single layers based on the 
fingerprint modes analysis.

The number of layers can be found by determining the distance 
between two fingerprint peaks (observed at ~383 cm-1 and ~408 cm-1 

Method 2: Analysis of low-frequency modes 
(interlayer)

Figure 3a: A Raman map of MoS2 with different number of single layers based on low 
frequency modes analysis.

The analysis is very straightforward and consists of mapping individual 
peaks corresponding to different number of single layers (the spectra 
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in bulk MoS
2
 [2]). With increasing number of single layers the mode at         

~383 cm-1 shifts to lower frequencies and the mode at ~408 cm-1 shifts 
to higher frequencies (figure 2b).
To obtain the image presented at the figure 2a, first, the fitting of peaks 
were done to find exact peak positions, than the difference between the 
peak positions were calculated and imaged. When the number of layers 
is higher than four the frequency of both peaks converge to the bulk 
values, which results in decreasing capacity of differentiating between 
the layers of different thickness.

Figure 2b: Raman spectra of MoS2 in the fingerprint region.

T
hi

s 
do

cu
m

en
t i

s 
no

t c
on

tr
ac

tu
al

ly
 b

in
di

ng
 u

nd
er

 a
ny

 c
irc

um
st

an
ce

s 
- 

P
rin

te
d 

in
 F

ra
nc

e 
- 

©
H

O
R

IB
A

 J
ob

in
 Y

vo
n 

11
/2

01
5

info.sci@horiba.com                        www.horiba.com/scientific
USA: +1 732 494 8660 France: +33 (0)1 69 74 72 00 Germany: +49 (0)6251 8475-0
UK: +44 (0)20 8204 8142 Italy: +39 2 5760 3050 Japan: +81 (0)3 6206 4721
China: +86 (0)21 6289 6060 Brazil: +55 (0)11 2923 5400 Other: +33 (0)1 69 74 72 00

Conclusions
The two methods give complementary results and allow the determination of the number of layers. Method 2 (using low frequency modes) gives 
excellent contrast; however it does not show single layer regions (which is related to the nature of the modes, rising from interaction between at least 
two layers). Method 1 (using fingerprint modes) shows all the layers, but the contrast is poorer, particularly for higher numbers of layers. The best result 
can be obtained combining the two methods:

Figure 4: A combined Raman map of MoS2 layers.

Experimental details
All the measurements (low-frequency and fingerprint) were done using ultra-low frequency ULFTM filters which allow a high throughput measurement 
in a full Raman range, down to <10 cm-1 (http://www.horiba.com/scientific/products/raman-spectroscopy/accessories/ultra-low-frequency-raman-
module/).
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are shown in figure 3b). As they are relatively well resolved, a simple 
analysis using map cursors to follow peak intensities is sufficient; in this 
study CLS fitting was used for better contrast. 
The interlayer modes appear below 35 cm-1. In this analysis, the main 
shear mode was used; other peaks observed in this region correspond 
to secondary shear modes or to compression modes; they give additio-
nal information and allow the identification of number of layers without 
ambiguity. Their frequencies can be predicted taking into account the 
weight of a layer and shearing strength.  More details can be found in 
refs. [1] and [3].

Figure 3b: Raman spectra of MoS2 in the low frequency region


